
 NOTES：

1. Material：S-LAM7
Nd： 1.749497± 0.0005
Vd： 35.28± 0.8%

2. Interpret optical tolerance per ISO 10110

3. Coat R1&R2  surface as follows：

Ravg<0.35% AT 420-680nm

4. Coating area  R1 no film shortage

R2>∅7.20

5. Coatings test methods per ISO 9211-4 
Abrasion：degree of severity 04 x 1 
Adhesion：degree of severity 03 x 3

6. Surface quality 60-40 per MIL-PRF-13830B

7.               The main inspection dimension

1F004

6.32mm Dia., 1.43mm Thk.
Diverging Meniscus Lens




