NOTES :
1. Material : H-ZF7LA

Nd : 1.805189+ 0.0003
Vd : 25.46%0.5% 002 Q02
\
2. Interpret optical tolerance per ISO 10110 -|\ :
. =
3. Coat R1&R2 surface as follows : (‘9':? <
Rabs<0.6% AT 820-850nm .
Rabs<0.5% AT 790-820nm =R - R1:R1614828 -
Rabs<0.5% AT 450-650nm Qo s — R2:R28515 &
Rabs<0.6% AT 440nm gle = " S
Rabs<0.7% AT 430nm © 3/3(1) 4!45" AB ) ’3{3(1)’4!45 'AC
Tabs>98.2% AT 820nm —_—
4. Coating area R1>©20 |
R2>020 172008 TN _thinink
5. Coatings test methods per ISO 9211-4 >
Abrasion : degree of severity 04 x 1 2 06001
Adhesion : degree of severity 03 x 3 - [
2.79:0.01
6. Surface quality 60-40 per MIL-PRF-13830B L
7. (O The main inspection dimension
SV LRAE
Maferial Surface Finish: @ =t TTLE: 24.3mm Dia., 1.2mm Thk.
SS:E_"ME . See N:i:_ - Diverging Meniscus Lens
free mm AL /1 | StockNo. |  1F016  [Rev.| 01
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